
This report is confidential and intended solely for the use of the recipient(s) who have been provided access to it by 3D LAB.  
Any unauthorized distribution, sharing, forwarding, or copying of this report or its contents, in whole or in part, is strictly prohibited.

1/4 

Gold MATERIAL REPORT

MATERIAL REPORT 

Gold 

09/04/2024 

ATOMIZED ON 
ATO INDUCTION MELTING SYSTEM 

https://metalatomizer.com/en?utm_source=PDF&utm_campaign=MR&utm_term=gold
https://metalatomizer.com/en?utm_source=PDF&utm_campaign=MR&utm_term=gold
https://metalatomizer.com/en/modules/induction-melting-system?utm_source=mr&utm_campaign=zx00
https://metalatomizer.com/en/modules/induction-melting-system?utm_source=mr&utm_campaign=we43
https://metalatomizer.com/en/modules/induction-melting-system?utm_source=mr&utm_campaign=we43


This report is confidential and intended solely for the use of the recipient(s) who have been provided access to it by 3D LAB.  
Any unauthorized distribution, sharing, forwarding, or copying of this report or its contents, in whole or in part, is strictly prohibited. 

 

 2/4 

Gold MATERIAL REPORT 

Introduction 
The goal of this report is a short summary Au atomization status for marketing purposes.  
The material was in the form of a gold granulate.  This report presents an overview of the findings from these tests. 

Average test results 
Table 1 Basic average values 

  Diameter [µm] Circularity 

Average  41,69 0,9 
Standard deviation  19,32 0,13 
Max  131,21 1,00 
Min  8,72 0,31 

Figure 1 Photo of the material x100 
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Figure 2 Photo of the material x1000 
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Figure 2 Histogram of the particle size distribution 

 
Table 2 Particles size distribution D10, D50, D90 

D10 20,78 D50 37,62 D90 67,08 

 

Figure 3 Histogram of the particle circularity 
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